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CHANGXING JINGWEI BAMBOO PRODUCTS CO.,LTD 
HUAIKAN TOWNSHIP,CHANGXING COUNTY,HUZHOU CITY,ZHEJIANG PROVINCE,CHINA 
 
 
 
The following sample(s) was / were submitted and identified on behalf of the client as: 

Sample Description : ENGINEERED RIGID CORE TIMBER FLOOR 

Sample Receiving Date : Aug.08, 2019 

Test Performing Date : Aug.12, 2019 to Aug.20, 2019 

  

Test Result Summary 
 

No. Test item Test(s) Requested(Method) Result(s) Comments 

1 

Immersion and 

delamination test 
ISO 13608 Annex A & ISO12466-
1:2007+Amd.1:2013 Clause 5.1.2 

Refer to next 
page(s) 

/ 

For further details, please refer to the following page(s) 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
Signed for and on behalf of 
Shunde Branch 
SGS-CSTC Co., Ltd. 

 

 

 
Peter Zhao 
Approved signatory 
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Test Information: 

Sample description: See photo 

1. Test item: Immersion and delamination test 

Test method: ISO 13608 Annex A & ISO12466-1:2007+Amd.1:2013 Clause 5.1.2 

Test condition: 

       Pretreatment: immersion for 6 h in boiling water, followed by cooling in water at less than 30°C for at least 1h. 

       After being pretreated, the test pieces shall be hold 3 h in a ventilated drying oven under (63±3) °C. 

Test result: 

Sample Appearance Conclusion 

A 
There is no visible delamination between the surface 

finish and the substrate. 
/ 
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Photo Appendix: 

  

Original sample Original sample 

  

After test After test 

 
***End of Report*** 


